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CHUNGMAN TRADING CO., LTD.
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Test Report

The following sample(s) was/were submitted and identified by the applicant as:

CHUNGMAN TRADING CO., LTD.

TAPIOCA STARCH

Sample Submitted By

Sample Name

Sample Receiving Date

Testing Period

PIN CODE: 74B7B83B

18-Dec-2024

18-Dec-2024 to 27-Dec-2024

Test Results

As specified by client, the sample(s) was/were tested with reference to GB

33372-2020 Limit of volatile organic compounds content in adhesive. Please

refer to result table for testing item(s).

Please refer to following pages.

Test Requested
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No.1 :

Unit MDL Result

No.1

g/L 2 n.d.

1.

2.

3.

Test Part Description

Volatile Organic Compounds (Water-

based adhesive)

With reference to GB 33372: 2020 Annex D, analysis

was performed by GC-FID.

Test Item(s) Method

MDL = Method Detection Limit

n.d. = Not Detected

Test Results

Note：

WHITE POWDER

Weigh 25 gm.starch in 500ml.Beaker add 475 ml. H2O，simultaneous stir until received aqueous solution and

heat it till 80 degrees Celsius. Keep stir until become glue.
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#PIC

** End of Report **

* The tested sample / part is marked by an arrow if it's shown on the photo. *
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